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Protective Coatings Selection — Testing and Evaluation Leads

to Final Selection, C.R. Martinson ................................... 49
Oil Well Corrosion Treatment — Polarization Data for Field

Testing Inhibitors, K.L. Larrison ...................................... 51
Nitrite as Corrosion Inhibitor — Controlling Depletion of
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Sodium Nitrite, J.F. Conoby, T.M. Swain ......................... 55
Coal Tar Epoxy Protects Dam Structure ............................. 61
Straight and Modified Phenolic Coatings for Atmospheric

Service. Report of NACE Technical Unit Committee T-6B on
Coating Materials for Atmospheric Service ....................... 85

May (No. 5)
Training Corrosion Personnel ............................................ 29
Training Personnel for Corrosion Work — Authorities Discuss

the Merits of Corrosion Courses, Staff Feature ................. 30
Field Testing a New Aluminum Anode — Al-Hg-Zn Galvanic

Anode for Seawater Applications, C.F. Schrieber,
J.T. Reding ..................................................................... 33

Well Treatment with Inert Gas — Inert Gas Vs “Squeeze” for
Corrosion Control, Gordon L. Nunn, Bill E. Hamilton ....... 37

Alloys for Seawater Conversionn — Copper-Based Alloy for
Heat Exchange Equipment, Frederick W. Fink ................. 40

Influence of Zinc Dust Leadings — Zinc-Rich Paints in Highly
Corrosive Environments, Diane G. Mason ....................... 43

Air Pollution Versus Materials Costs — Manmade Smog Is
Costing Billions Each Year, Staff Feature ......................... 47

Controlling Automobile Exhaust — Corrosion Effect on Smog
Control Devices, Staff Feature ......................................... 52

Interference on Concrete Pipe — Tests Conducted on
Prestressed Reinforced Pipe, J.P.H. Van Zutphen ............. 54

Evaluation of Thick Film Coatings — Corrosion Protection
for Oil Country Tubing, B.J. Ramey, B.F. Goodman,
E.D. Willhoite ................................................................. 56

Coatings, Wood Used in Salt Plant ..................................... 61
Recommendations for Corrosion Control of Sucker Rods by

Chemical Treatment — Report of NACE Unit Committee
T-1D on Control of Oil Field Corrosion by Chemical
Treatment ...................................................................... 85

June (No. 6)
Available Films on Corrosion and Its Prevention ................. 32
Weathering of Aluminum — Atmospheric Testing of

Aluminum Alloys, F.L. McGeary, E.T. Englehart,
P.J. Ging ........................................................................ 33

A Cost Evaluation of Galvanic Anodes — Comparison of
Aluminum, Magnesium, and Zinc for Seawater,
B.M. Ponchel, R.L. Horst, Jr. ........................................... 39

Emulsifying Effects of Inhibitors — Refinery Corrosion
Inhibitors Stabilize Emulsion, Norman E. Sumner ........... 43

Acid Penetration Into Plastics — Color Sensitive Paper
Used in Lab Tests, Michael Schorr .................................. 44

Steam, Water System Corrosion — Case History Data on
Equipment Failures, Henry Suss ..................................... 46

Steel in Phosphoric Acid — Anodic Protection for Corrosion
Control, William P. Banks, Eddie C. French ..................... 48

Solubility of Tin, Type 304 SS — Metals Tested, Compared
in High-Purity Water, William D. Beck, J.R. Irwin,
P.D. Miller ...................................................................... 50

Alloying for Corrosion Control — Properties and Benefits of
Alloy Materials, R.C. Scarberry, D.L. Graver,
C.D. Stephens ................................................................ 54

Testing Corrosion of Reservoirs — Wire-Wound Prestressed
Concrete Water Reservoirs, A.E. Westerback,
L.B. Hertzberg ................................................................ 58

Urethane Coatings Used in a Reactor Facility ..................... 63
Survey of Quality Control Procedures Used in the

Manufacture of Oil Field Inhibitors. Report of NACE Task
Group T-1D-5 on Survey of Quality Control Procedures Used
in Inhibitor Manufacture ................................................. 82

July (No. 7)
Stainless Steel Culvert Construction — Underground Culverts

Require Durable Materials, Mark J. Johnson, William G.
Renshaw ........................................................................ 29

Accelerated Corrosion Testing — Inconel Tested in Boiling

Seawater, James E. Sinclair ............................................ 31
The Pearson Holiday Detector— Coating Inspection on Buried

Pipelines, H.M. Flagler, J.B. Webb ................................... 33
Flame Cleaning Iron and Steel — Surface Preparation with

Oxy-Acetylene Torch, Werner W. Becker .......................... 36
In-Situ Identification of Alloys — Spot Testing Alloys for

Submarine Construction, D.M. Zall, E.H. Bolander .......... 37
Tests on Reinforced Concrete — Salt Gain Accelerates

Corrosion of Steel, Donald Griffin .................................... 39
Protecting Standby Equipment — Corrosion Control During

Equipment Shutdown, William T. Reid ............................ 42
Condenser Waterbox Service — Performance of Cu-Ni-Clad

Boxes in Seawater, Harold A. Todhunter ......................... 45
Wet Test Chamber Developed — Simulated Environment

Cabinets Compared, E.J. Lion, J.E. Carroll ..................... 46
Metallic Coating for Reinforcing Steel — Tests Indicate

Cadmium Is a Satisfactory Coating Material, C.E. Bird,
F.J. Strauss ................................................................... 48

Plastic Powder Blending Technique Developed for Fluidized
Bed and Electrostatic Coating ......................................... 53

Procedures for Quantitative Removal of Oxide Scales Formed
in High-Temperature Water and Steam. Report of Task
Group T-7D-8 on Removal of Oxide Scales Formed in High-
Temperature Water and Steam........................................ 69

August (No. 8)
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What About Manufacturers’ Responsibilities .................... 20
Cathodic Protection of Tower Footings, Alex Bremner, Jr.,

Arnold J. Bahr................................................................ 21
High-Voltage Direct Current — Pipeline Operators Fear High-

Voltage Direct-Current Corrosion Damage, Marshall E.
Parker ............................................................................ 23

Pipeline Coating Conductance — Methods, Uses of
Conductance Measurements, Marshall E. Parker ............. 25

Microbes in Aircraft Wing Tanks — Fuel Additives to Inhibit
Microbial Growth, Mackie A. Allgood ............................... 26

How to Protect Concrete Floors — Coatings for Corrosion-
Resistant Surfaces, John F. Montle, Ernest W. Skiles ...... 29

Protecting Underground Steel Tanks, John B. Vrable ......... 31
Asphalt Pipeline Coatings — Experience with Underground

Protection, R.E. Hall, F.S. Scott, C.J. Weir, Jr. ................. 34
Metalized Base for Coatings — Flame-Sprayed Aluminum,

Zinc Tested in Seawater, Robert L. Alumbaugh, Carl V.
Brouillette ...................................................................... 37

Post-Pickle Rust Inhibitors — Steel Protected in Shipyard
Atmospheres, Isidore Geld, Frank J. D’Oria ..................... 42

Stress Corrosion Testing — Various Techniques and
Environments Compared, Thomas R. Croucher ............... 44

High-Voltage Direct-Current Effects on Pipelines — Electrical
Analog Measures Stray Current, Charles E. Allen ............ 48

Fluidized Bed Applied Epoxy Resin Coating Used to Protect
Fluid Metering Equipment .............................................. 53

A Company Must Invest in Corrosion Prevention/Control, D.
Spector .......................................................................... 76

September (No. 9)
The Boom in Rapid Transit Systems — NACE Technical

Committee Studies Stray-Current Problems,
R.B. Diffenderfer ............................................................. 15

Plastics for Corrosion Control, Robert M. Webster .............. 17
Moisture vs Glass Fiber-Reinforced Plastics, Harry A. King . 20
Stainless Steel Flake Coatings Have Gained Wide Acceptance,

George N. Hay ................................................................ 22
Application and Use of Aluminum Coating in Oil Refinery

Processes, Charles A. Robertson, Hugh L. Myers ............. 23
Developments in Rubber Linings, Daniel Nordstrom........... 27
Ocrate Treatment Increases Acid Resistance of Concrete,

Rex Miller ....................................................................... 28
 Surface Potential Survey Can Detect Pipeline Corrosion
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Damage, E.P. Doremus, T.L. Canfield .............................. 33
Tests Show Performance of Low-Alloy Steels in Chemical

Plant Environments, R.J. Schmitt, W.L. Mathay .............. 37
Tests Determine the Relationship of Cathode Current Density

to Holidays in Coated Pipelines, John B. Vrable ............... 47
Effect of Hot Cesium Carbonate Solution on Fuel Cell

Components, E.L. Simons, E.J. Cairns ............................ 51
Zinc Anodes Protect Mammoth Dredge from Seawater

Corrosion ....................................................................... 57

October (No. 10)
Procedure in Selection of Persons to Receive Whitney and

Speller Awards ............................................................... 20
 Catastrophic Corrosion Behavior of Titanium in Chemical

Processes: Discussion by Eight Authorities in the Field of
Corrosion Engineering .................................................... 22

Polypropylene Glass Laminates, K.L. Mason ...................... 28
A Literature Survey: Performance of Exceptional Metals in

Corrosive Environments, Norman E. Hamner .................. 31
Importance of Corrosion Courses for Engineering Students:

Teaching Corrosion Technology, Ellis D. Verink, Jr. ......... 41
A Survey of 20 Petroleum Refineries: Materials for Catalytic

Cracking Equipment, Fred A. Hendershot, Howard L.
Valentine ........................................................................ 43

Books on Metals Reviewed ................................................ 48
New Technique Being Developed for Protecting Refractory

Metal at High Temperature, R.E. Engdahl, J.R. Bedell,
C.E. Kroha, Jr. ............................................................... 49

Telephone Cable Will Link 13 States .................................. 59

November (No. 11)
Editorial: The Sea Horse Institute .................................... 15
Corrosion Prevention of Boston’s Callahan Tunnel,

L.P. Sudrabin ................................................................. 16
Steel Corrosion in Concrete — How Does It Occur?,

D.A. Hausmann .............................................................. 19
A Survey of Sheet Steel Piling Corrosion, Carl V. Brouillette,

Alfred E. Hanna .............................................................. 24
Corrosion Engineering — Health Hazard?, Marvin L. Amdur28
Waste Water Treatment and Disposal Problems — Role and

Importance of the Corrosion Engineer, Melvin J. Schiff .... 30
Corrosion in Hot Carbonate Systems, William P. Banks ..... 37
Seawater Effects on Zinc Anode Potentials, P.J. Knuckey ... 42
A Survey of Practices and Costs of Corrosion Control of

Offshore Platforms. Report of NACE Unit Committee T-1H on
Economics of Corrosion Control ...................................... 65

December (No. 12)
A Critical Review of Reproducibility and Interpretation of

Corrosion Test Procedures, Anton deS. Brasunas ............ 20
Corrosion Rate Measurements in Refinery Cooling Water

Systems, E.B. Backensto, V.M. Gustafson ....................... 25
Acid Cleaning of Heat Exchangers, F.A. Koehler ................. 28
Automobile Corrosion Problems — Causes and Prevention,

Roger F. Waindle ............................................................ 30
In Oil Producing Wells — How Corrosive Are Water-Based

Completion Muds?, Jay P. Simpson, Ray D. Barbec ......... 32
Protective Coatings — New Trends in Materials and

Applications, Lloyd E. Parks ............................................ 37
Oxygen — Major Element in Drill Pipe Corrosion,

B.W. Bradley .................................................................. 40
Epoxy Lining Protects Pipeline Transporting Slush

Sulfite Pulp .................................................................... 45
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January (No. 1)
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Industry, Jerry R. Castleberry ......................................... 19
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Evaluation of Epoxy Resin Coatings on Steel Support

Structures, Paul R. Yingst ............................................... 28
Simulated Field Usage Testing Organic Inhibitors for Oil and

Gas Wells, A.C. Nestle ..................................................... 31
The Electron Microprobe — Its Role in Corrosion Prevention,

Wayne M. Gauntt ........................................................... 34
How to Prevent Stress Corrosion Cracking of Radio-Active

Waste Storage Tanks, M.L. Holzworth, R.M. Girdler,
L.P. Costas, W.C. Rion .................................................... 36

Comparison of U and Mo in Improving the Corrosion
Resistance of AISI 430 Stainless Steel, G.J. Biefer,
J.G. Garrison ................................................................. 39

Corrosion of Metals in Tropical Environments — Copper amd
Wrought Copper Alloys, Charles R. Southwell, Allen L.
Alexander, Charles W. Hummer, Jr. ................................ 41

February (No. 2)
On-Stream Desludging of Cooling Systems,

John M. Donohue, George A. Woods ............................... 15
Corrosion Inhibition of H-Oil Processes,

David W. McDowell, Jr. ................................................... 18
Cleaning Refinery Equipment with Explosives, Robert Eells,

Jack E. Brown, Bill E. White ........................................... 21
Seawater — Its Use as an Industrial Coolant, W.B. Brooks . 24
Limitations on High-Voltage Direct-Current Electrode

Proximity to Buried Pipelines, Thomas B. Hayes .............. 27
How to Identify Types 316 and 347 Stainless Steels by X-Ray

Emission Spectroscopy, Mack C. Harvey, Bert Wyman ..... 30
A Comparison of Two Alloys for Marine Engine Cooling System

Fittings, F.B. Patten, A.H. Roebuck ................................. 31
A Study of Electrochemical Efficiencies of Aluminum Galvanic

Anodes in Seawater, T.J. Lennox, Jr., M.H. Peterson,
R.E. Groover ................................................................... 33

Contract and Plant Force Painting: Advantages and
Disadvantages by NACE Task Group T-6D-8 on Contract vs
Maintenance Painting ..................................................... 39

A Survey of Fiber Glass Epoxy Line Pipe Service ................. 43

March (No. 3)
Corrosion Prevention for Concrete and Metal Reinforcing in

the Construction Industry, Jerry R. Castleberry ............... 21
How Chlorides Affect Concrete Used with Reinforcing Steel —

Laboratory and Field Tests, Richard F. Stratfull ............... 29
Inhibiting Mild Steel in Nitrogen Fertilizers,

William P. Banks ............................................................ 35
Performance of Al-Zn-Sn Alloy Anodes in Seawater Service,

B.M. Ponchel, R.L. Horst, Jr. ........................................... 38
Application of a Modified Cast HF Alloy for Hydrocracker

Service, G.R. Prescott, J.J. Heller .................................... 43
 Mechanism of Steel Corrosion in Concrete (Also

Fundamentals of the Corrosion Mechanism), Israel Cornet,
T. Ishikawa, Boris Bresler ............................................... 44

April (No. 4)
Evaluation of Coatings in Potable Water Tanks, John D.

Keane............................................................................. 20
New Organic Inhibitor Retards Sulfide Corrosion Cracking,

B.R. Keeney, R.M. Lasater, J.A. Knox .............................. 23
Cathodic Protection of Offshore Structures, John A.

Burgbacher .................................................................... 26
Fatigue Cracking of Oil Well Sucker Rods,

Joseph F. Chittum .......................................................... 30
Decontamination of Nuclear Reactor Systems, A.P. Larrick,

R.D. Weed ...................................................................... 34
How Zinc-Rich Epoxy Coatings Protect Structures,

E.R. Hinden ................................................................... 38
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Reinforced Plastic Equipment for Textile Manufacturing,
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J.H. Milo ........................................................................ 39
Highly Resistant Copper Deteriorates in Severely Corrosive

Soils, William J. Schwerdtfeger ....................................... 43

October (No. 10)
Materials for Desalination Equipment to Be Studied, Jerry R.

Castleberry ..................................................................... 17
Corrosion of Metals in Desalination Environments,

C.F. Scrieber, O. Osborn, F.H. Coley ............................... 20
Titanium Alloys: Design Can Prevent Stress Corrosion

Cracking, Howard R. Herrigel, J.C. Sargent ..................... 26
Selection of Materials for Desalination Plants, R.M. Algreen 31
Comparison of the Soil Resistance of Ductile Iron Pipe and

Gray Cast Iron Pipe, E.C. Sears ....................................... 33
Ford Electrocoating Process: Principles of Process, Feed and

Engineering, G.L. Burnside, G.E.F. Brewer,
G.G. Strosberg................................................................ 37

Corrosion of Reinforcing Steel Bars in Concrete, Walter K.
Boyd, A.B. Tripler, Jr. ..................................................... 40

November (No. 11)
History’s Largest Cathodic Protection Job Completed in the

Mississippi Delta, Jerry R. Castleberry ............................ 21
Environmental Cracking Susceptibility of High-Strength

Steels, G.J. Biefer ........................................................... 23
Aluminum Corrosion: Possible Mechanisms of Inhibition,

D.B. Boies, B.J. Northan ................................................. 27
Current Densities — A Factor in Hydrogen Embrittlement

of Cathodically Protected Steels in Seawater, Isidore Geld,
Mario A. Acampora ......................................................... 31

Effects of Polymeric Film Properties on the Corrosion
of Metal, Robert N. Miller ................................................ 35

Controlling Noise Induction and Injection Into Voice
Frequency Telephone Circuits from Cathodic Protection
Rectifiers, Report of NACE Technical Unit Committee
T-10A-4 on Cable Sheath Cathodic Protection ................. 65

December (No. 12)
Corrosion of Steel by Sulfides and Cyanides in Refinery

Condensate Water, Joerg Gutzeit .................................... 17
Plastic Piping for Water and Wastewater Systems,

R.T. Richey ..................................................................... 25
Coatings for Cans: Selection and Performance,

R.D. McKirahan, R.J. Ludwigsen ..................................... 29
Is Anodic Protection Effective in Preventing Steel Corrosion in

H2SO4?, J.M. Stammen ................................................... 33
Getty Oil’s Experience with Packer Fluids, Gordon L. Nunn,

O.H. Haveman ................................................................ 37
A Survey of Corrosion Control in Drilling and Annular Fluids

by NACE Task Group T-1D-4 on Corrosion Control in
Drilling and Annular Fluids ............................................ 46

1969 (Vol. 8)

January (No. 1)
Industrial Applications of Furan Resins,

Charles G. Munger ......................................................... 19
Determination of Refinery Corrosion Rates Using the PAIR

Technique, R. Paul, W.L. Shirley ..................................... 25
Corrosion Nomograph, Adam Zanker ................................. 31
Sulfide Cracking of High-Yield Strength Steels in Sour Crude

Oils, John F. Bates ......................................................... 33
Review: Sulfide Corrosion Problems in the Petroleum

Industry, Charles M. Hudgins, Jr. ................................... 41
Application, Physical Properties, and Chemical Resistance of

Chlorinated Rubber Coatings by NACE Task Group T-6B-9
on Chlorinated Rubber ................................................... 48

February (No. 2)
Innovations and Future of Cathodic Protection, Marshall E.

J.H. Mallinson ................................................................ 19
Reinforced Plastic Equipment for Chemical Manufacturing,

Otto H. Fenner ............................................................... 23
Reinforced Plastic Equipment for Pulp and Paper

Manufacturing, Arthur F. Greenfield ............................... 26
Materials Performance in San Diego’s Sewers, Ralph E.

Graham ......................................................................... 28
Tests Show How Seawater Affects Wire — Strand and Rope,

Vincent C. Peterson, David Tamor ................................... 32
How Sodium Potassium Eutectic Alloy Affects Type 316

Stainless Steel, T.L. Hoffman, R.A. Moen, K.C. Sumpter ... 35
Corrosion Problems in Phosphoric Acid Production, Olen L.

Riggs, Jr., William P. Banks ............................................ 39
Corrosion Prevention for Structural Fasteners in the

Construction Industry, Jerry R. Castleberry .................... 43

June (No. 6)
Sulfide Stress Cracking Causes Failure of Compressor

Components in Refinery Service, G.B. Kohut, W.J. McGuire
17

Stress Corrosion Cracking of Oilfield Tubing in Aqueous
Hydrochloric Acid, A.W. Coulter, T.S. Claiborne ............... 23

 Role of Quality Control in Preventing Corrosion in Electrical
Circuitry, C.H. Hutcherson ............................................. 27

New Test Accelerates Aluminum Corrosion, F.T. Mansur .... 31
A Method for Selecting the Most Economical Magnesium

Anode, Bernard Husock .................................................. 33

July (No. 7)
Corrosion and Its Prevention in a Monoethanolamine Gas

Treating Plant, E. Williams, H.P. Leckie ........................... 21
Recent Radioactive Tracer Method Measures Leaching Rate

of Chromium, Alfred L. Glass .......................................... 26
Procedure Improved for Determining Corrosion Rate by

Weight Loss, E.S. Matsui ................................................ 31
Cathodic Protection — The Answer to Corrosion Prevention

of Underground Structures?, Lewis H. West .................... 33
Corrosion Performance of 90-10 Tantalum-Tungsten Alloy,

B.G. Staples, William S. Galloway, Jr. ............................. 34
Applications of Zirconium — The Atomic Age Metal,

W.R. Brady ..................................................................... 40

August (No. 8)
Materials Selection and Corrosion in Wastewater Systems,

J.H. Rigdon .................................................................... 22
Advantages of Using APC Rectifiers for Cathodic Protection,

Ronald Ferry .................................................................. 26
Is Fire Retardant Polyether Foam Corrosive to Metal?,

N.C.W. Judd ................................................................... 30
A Comparison of Inhibitive Abrasive Blasting Techniques,

Isidore Geld, Leo Deutsch, Frank J. D’Oria ...................... 32
Elastic Memory Causes Heat Shrinkable Plastics to Be

Effective Protective Coatings, A.B. Newey ......................... 35
A Study of the Inhibiting Effect of Ferrous Chloride on the

Corrosion Rate of Steel in HCl, Maurine H. Jones, Billy D.
Oakes ............................................................................ 38

September (No. 9)
Metallizing Takes a Back Seat to Flame Spray, Jack

Blasingame .................................................................... 21
Boiler Water Carryover Causes Corrosion of Tubes During

Production of Hydrogen, Joseph J. Fitzharris, Donald B.
Bird ............................................................................... 24

Antifoulants and Inhibitors Reduce Fouling and Corrosion
of Refinery Equipment, G.R. Port ..................................... 29

The Corrosion Engineer — His Role in the Process Industry,
C.P. Dillon ...................................................................... 32

Preventing Pitting and General Corrosion of Stainless Steel
in Phosphoric Acid, William P. Banks, Merle Hutchison ... 37

Shot-Peening Prevents Stress Cracking of Aircraft Equipment,
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Parker ............................................................................ 21
Materials Selection for Piping in Chemically Treated Water

Systems, R.W. Lane, C.H. Neff ......................................... 27
Anodic Protection of Carbon Steel Rail Tank Cars for

Transporting Nitrogen Fertilizers, William P. Banks, Merle
Hutchison ...................................................................... 31

Corrosion of Reactor Structural Materials, R.N. Duncan,
J.S. Armijo, A.E. Pickett .................................................. 37

Comparison of Waterflood Corrosion Detection and
Monitoring Devices, R.L. Alvis ......................................... 39

Chemical Conversion Coatings Retard Corrosion of Beryllium,
J. Booker, A. James Stonehouse ..................................... 43

Applying Cathodic Protection to a Paper-Making Cylinder,
Norman E. Hamner ........................................................ 48

Some High-Voltage Direct-Current Earth Return Hypotheses
Challenged, Norman E. Hamner ...................................... 50

March (No. 3)
New Automatic System Optimizes Cooling Tower Corrosion

Control, Herbert Feitler, C.R. Townsend .......................... 19
Cooling Tower Chromates — Recovery or Disposal?,

B.J. Kelly ....................................................................... 23
ODASA: Oxygen Scavenger and Inhibitor, A.K. Dunlop,

R.L. Howard, P.J. Raifsnider (deceased) ........................... 27
Zinc-Rich Coatings: Characteristics, Applications, and

Performance, John D. Keane ........................................... 31
Rapid Screening Test Developed to Find Hydrochloric Acid

Inhibitors for High-Temperature Service, A.W. Coulter,
C.M. Smithey ................................................................. 37

Corrosion of Metals in Tropical Environments; Part 8 —
Nickel and Nickel-Copper Alloys, Charles R. Southwell,
Allen L. Alexander .......................................................... 39

Trends in Cooling Tower Designs, Jerry R. Castleberry ....... 67

April (No. 4)
Inorganic Zinc Primers: Effect of Porosity on Coverage,

John F. Montle ............................................................... 21
Additives Prevent Corrosion of Zinc in Sulfurous Acid,

W. McLeod, R.R. Rogers .................................................. 25
Performance of Commercially Pure Titanium in Corrosive

Soils, B.T. Sanderson, M. Romanoff ................................ 29
Titanium Alloys: Stress Corrosion Susceptibility to Fuel Tank

Sealants, C.F. Barth, E.A. Steigerwald ............................. 33
Linear Polarization Instruments Provide Key to Corrosion

Problem in Reactor, W.C. Baker, C.R. Bergen .................. 39
Corrosion and Corrosion Control of Aircraft Integral Fuel

Tanks by NACE Task Group T-9C-3 and Issued by NACE
Technical Unit Committee T-9C on Fuel Systems
Corrosion ....................................................................... 43

May (No. 5)
Coatings Symposium — Need for Improved Economics of

New Construction Painting, J.M. Fallon ........................... 29
Role of the Coating Supplier, A.K. Long .............................. 30
Role of the Painting Contractor, Charles E. Fox .................. 32
Role of the User, J.R. Allen ................................................ 34
Role of the Fabricator, D.W. Christofferson ........................ 36
How Effective Is Cathodic Protection of Stainless Steels in

Quiescent Seawater?, T.J. Lennox, Jr., R.E. Groover,
M.H. Peterson ................................................................. 41

Corrosion Monitoring Method Reduces Effects of Variables
in Analyzing Oil Field Waters, A.C. Nestle ........................ 49

June (No. 6)
Underground Residential Distribution Series: Selecting A

System to Prevent Corrosion of URD Transformers,
D.E. Cooper .................................................................... 17

Corrosion Aspects of URD in Low-Density or Rural Areas,
R.L. Holt ......................................................................... 21

Review: Methods Used to Combat URD Corrosion Problems,

A.M. Lockie .................................................................... 23
Development and Improvement of the URD System

Components, A.W. Arnett ................................................ 27
Contributing Factors to Corrosion of URD Transformer

Tanks, Charles W. Tipps ................................................. 29
Corrosion Resistance of E-2 Stainless Steel Tubing in Water

Service, L.S. Redmerski, A. Moskowitz ............................. 33
Research on Notch Plasticity May Contribute to

Understanding of Stress Corrosion Cracking, J.W. Spretnak,
C.A. Griffis ..................................................................... 38

Stray Current — The Major Cause of Underground Plant
Corrosion, L.H. Schwalm, J.G. Sandor ............................ 39

Determining a Standardized Procedure for Evaluation of
Automotive Rustproofing Compounds, Ulf Ulfvarson, Kurt
Johansson ..................................................................... 43

Methods Used to Improve Corrosion Resistance of Titanium,
H.B. Bomberger, L.F. Plock ............................................. 45

July (No. 7)
Capline — A Monentous Task Complete, Debbie Knox ........ 19
Corrosion Protection of Capline, Harol B. Layne ................. 23
Mixed String Tests Prove Effective in Evaluating Sucker Rod

Performance, W.C. Koger ................................................ 27
Electronic Data Processing of Equipment Failures — The

First Decade, Eben D. Junkin, Jr. ................................... 31
Techniques and Equipment Needed for High-Voltage Direct-

Current Studies, A.W. Peabody ....................................... 37
Developments in Portable Detectors for Locating

Underground Pipeline Holidays, G.B. Wren...................... 43

August (No. 8)
Legal Aspects of Corrosion Control, W.L.N. Somerville ........ 19
Dielectric Shields for Cathodic Protection Applications,

Isidore Geld, Mario A. Acampora, Walter L. Miller ............ 23
Examining Causes of Aluminum Corrosion,

Hugh P. Godard .............................................................. 25
Corrosion Inhibitors in High-Temperature Acid Applications,

L.A. McDougall ............................................................... 31
Alloy Selection for Hydrocarbon Reformer Furnaces, Jack

Tielrooy .......................................................................... 33
Corrosion Protection of High-Strength Landing Gear

Components by NACE Technical Unit Committee T-9B on
Protective Systems for Materials (Military Equipment) ...... 37

Influence of Temperature on Galvanic Corrosion, D.P. Doyle,
Hugh P. Godard .............................................................. 40

September (No. 9)
New Method Developed for Monitoring Automotive Cooling

System Corrosion, M.S. Walker, W.D. France, Jr. ............ 47
High-Density Corrosion Inhibitors Simplify Oil Well

Treatments, C.O. Bundrant ............................................ 53
Tests Determine Effect of Organic Inhibitors on Corrosion

Fatigue, Charles C. Patton, B.M. Casad ........................... 56
A Polarization Study of Cooling Water Corrosion Inhibitors,
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